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Comparison of experimental and theoretical gain-current relations in GaInP
quantum well lasers
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We compare the results of a microscopic laser theory with gain and recombination currents obtained
from experimental spontaneous emission spectra. The calculated absorption spectrum is first
matched to that measured on a laser, ensuring that the quasi-Fermi levels for the calculation and the
experiment~spontaneous emission and gain! are directly related. This allows us to determine the
inhomogeneous broadening in our experimental samples. The only other inputs to the theory are
literature values of the bulk material parameters. We then estimate the nonradiative recombination
current associated with the well and waveguide core from a comparison of measured and calculated
recombination currents. ©2000 American Institute of Physics.@S0003-6951~00!04412-0#
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AlGaInP based quantum well lasers emitting betwe
620 and 690 nm are of interest due to an ever increa
range of applications, including digital versatile disk~DVD!
and photodynamic therapy. At the short end of the wa
length range it is still difficult to design lasers to meet all t
performance requirements, particularly threshold current
efficiency. To aid the design we need to have a good desc
tion of the gain and recombination process and, in addit
to understand which of the possible recombination mec
nisms are significant in these devices. In this letter we m
a detailed comparison of the results of a microscopic la
theory with gain and recombination currents obtained fr
an analysis of experimental spontaneous emission spe
To begin the calculated absorption spectrum is matche
that measured on the laser chips, enabling us to make a
rate comparisons between theory and experiment in term
internal quasi-Fermi level separation. Through this analy
we determine the inhomogeneous broadening in the l
samples to be 10 meV. The only other input parameters
resent the bulk material band structure and these are obta
from the literature. Having fixed all parameters, a compa
son between the calculated and measured device curren
ables us to determine the carrier loss rate due to nonradia
recombination in the well and waveguide core region.

The structure we have chosen to investigate consists
6.8-nm-wide, compressively strained, Ga0.41In0.59P quantum
well set in an (Al0.5Ga0.5!0.51In0.49P waveguide core and cla
with (Al0.7Ga0.3!0.51In0.49P. These layers emit at 670 nm. W
observe that devices of length between 250 and 750mm have
threshold currents that increase in a linear fashion with te
perature up to about 350 K, with an exponential type
crease becoming evident above 350 K for the shorter
vices. The measured external differential efficiency is a
constant up to approximately 350 K. These observations
us to believe that the thermally activated loss of carriers
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the p-cladding layers is small in these structures below
K. We have used devices of length 450 and 750mm and
have performed the measurements that follow at room t
perature to separate the behavior we wish to examine f
effects due to thermally activated leakage, which has alre
been shown to be important in GaInP/AlGaInP devices.1,2

We have measured spontaneous emission spe
through a 4-mm-wide opening in the top contact of the 50
mm-wide, 450-mm-long oxide stripe lasers. By measureme
of the wavelength of the laser line and the slope of the sp
taneous emission spectrum, we were able to determine
quasi-Fermi level separation at threshold.3 This information
is used in the relationship between gain and spontane
emission4 to determine the gain spectrum. The measureme
were corrected for the system spectral response but sinc
unknown fraction of the total spontaneous emission is c
lected, the spontaneous emission spectra and the derived
spectra are not given in absolute units. We converted th
into real units by determining the threshold loss~or gain
51917 cm21 for the 450-mm-long devices!. The internal op-
tical mode loss (a i) was determined from measurements
the external differential efficiency as a function of devi
length (a i57.061 cm21!. The mirror loss (am527.5 cm21!
and optical confinement factor~G51.8%! were determined
from the refractive index values for the (Al0.7Ga03!InP and
(Al0.5Ga05!InP,5 the aluminum contents being confirmed b
photovoltage absorption spectroscopy.6 The points in Fig. 1
show the gain spectra measured from a sample at diffe
excitation levels.

The gain calculation was performed by solving the sem
conductor Bloch equations, with collision effects treated
the level of quantum kinetic equations. The details of t
calculations are given in several letters.7,8 This approach has
several advantages over the more familiar gain calculati
based on the relaxation rate approximation. It eliminates
dephasing rate as a free parameter. It also includes cont
tions from nondiagonal Coulomb correlations, which a
found to be important in describing the experimental sha
2 © 2000 American Institute of Physics
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and carrier density dependence of gain spectra.9

The inputs to the gain calculations are the band-struc
properties, specifically the electron and the hole energy
persions, as well as the optical dipole matrix elements. Th
quantities for a GaInP/~AlGa!InP strained quantum wel
were computed using a 636 Luttinger–Kohn Hamiltonian
and the envelope approximation.10 Input parameters to the
band-structure calculations were the bulk mate
parameters.11,12

To ensure that the inputs to the calculation represent
measured devices we matched the results of the calcula
for low carrier density (931022m23! with the energy~1.855
eV! of the excitonic absorption peak measured by photov
age absorption spectroscopy on the lasers themselves6 ~arrow
in the inset of Fig. 1!.

The experimental results are likely to contain the effe
of inhomogeneous broadening due to well width or all
fluctuations. To take account of these effects, we perform
a statistical average of the homogeneous gain and absor
spectra, with a weighting described by a normal distribut
that is characterized by an inhomogeneous broade
width.13 Inhomogeneous broadening produces a reduc
and a red shift of the peak gain. Figure 2 shows the peak
versus chemical potential separation for inhomogene
broadening of 0, 10, and 20 meV. The solid points repres
the experimental results corresponding to the data in Fig
An inhomogeneous broadening of 10 meV best reprodu
the experimental gain peak values. This value correspond
~for example! a Ga variation in the quantum well of abo
one percentage point (GaxIn12xP, wherex50.4160.01).

The calculated spectra~lines! in Fig. 1 contain an inho-
mogeneous broadening width of 10 meV and follow t
shape and relative magnitudes of the experimental data. T
also correctly predict the separation between the peak
energy and the peak in the absorption spectrum due to
first electron to heavy–hole transition over a large range
injection level. This process is only possible because

FIG. 1. Room temperature gain/absorption spectra~dots! measured at cur-
rent densities between 40 and 960 A/cm2. The calculated spectra~lines! are
for carrier densities between 631015 and 3.631016 m22. The inset shows
the absorption portion of the spectra—the arrow indicating the energy o
1st electron to heavy–hole transition as measured by photovoltage ab
tion spectroscopy.
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quasi-Fermi level separation in theory and experiment
both known for each value of gain.

In addition to determining the transverse electric~TE!
peak gain from measurement of the spontaneous emis
through the top contact it is also possible to determine
recombination rate associated with the measured TE spo
neous emission by integrating the spontaneous emis
spectrum over energy.3 The result is given by the dots in Fig
3. Theoretically, we obtain this recombination rate by us
the calculated gain spectra~Fig. 1! and the same phenomeno
logical relationship between the spontaneous emission s
trum and gain spectrum used in the experiment.4 Integrating
the spontaneous emission spectrum over energy gives
spontaneous emission rate,wsp(N,T), in units of m23 s21.
Theoretically we may determine either the TE part of t
spontaneous recombination rate as shown in Fig. 3 or
total recombination rate by summing the spontaneous em
sion of both polarizations. This total is the injection curre
density for a device that has an internal efficiency of 100
The good agreement between the experimental and theo
cal TE spontaneous emission rates as shown in Fig. 3 le
us to believe that the calculated total spontaneous emis
rate is also a good representation of that in the real devi

e
rp-

FIG. 2. Peak gain vs quasi-Fermi level separation as measured~solid sym-
bols! and calculated using homogeneous broadening only~dashed line! and
for inhomogeneous broadening of 10~solid line! and 20 meV~dotted line!.

FIG. 3. Theoretical~calculated from the gain spectra, as described in
text! ~line! and experimental~solid points! integrated TE polarized sponta
neous emission spectra. The experimental data has been scaled by the
factor as the gain spectra.

ject to the terms at: http://scitation.aip.org/termsconditions. Downloaded 

21 Feb 2014 09:53:13



e
-
ar
e
io
de

si

b

-
en

a
si

av

rm

Th

e
it

o-
s
io
um
d

ta
en
c

n in
effi-
l ra-

-
y
due
to
x-
nd

en
al
o
e a

at
are
ces
n-
an-

be-
bi-

emi-
and
ed
that
ue
nd

si-

4-

ch,

nd

r
,

to-

s-

W.

-

ds

l.

r a
an

we
ps

1524 Appl. Phys. Lett., Vol. 76, No. 12, 20 March 2000 Smowton, Blood, and Chow

 This a
We have confirmed that the calculation correctly d
scribes the peak gain~and spectrum! and spontaneous recom
bination rate in our devices. We now make use of a comp
son of the calculated gain-current curve with that deriv
experimentally to estimate the nonradiative recombinat
rate within the quantum well and waveguide core of the
vice.

Figure 4 shows the peak gain versus total~TE and TM!
spontaneous emission contribution to the current den
~solid line!, for the 6.8 nm Ga0.41In0.59P/~Al0.5Ga0.5!0.51In0.49P
quantum well. The spontaneous emission current is given
Jsp5eLzwsp(N,T) per unit area, wheree is the electron
charge, andLz is the quantum well width. This curve repre
sents the theoretical minimum limit to the threshold curr
density for a given threshold gain,Gth5Gpk . The solid
circles are the experimental results obtained from the g
spectra of Fig. 1 and the actual device drive current den
~assuming current spreading of 20%!. Further values were
obtained from measurements of the threshold loss~gain! ver-
sus threshold current for 750-mm-long devices~triangles!
and on devices which are nominally identical except for h
ing two quantum wells in the active region~stars!. In the
case of the two well samples the results are plotted in te
of gain and current per well and the threshold loss~gain! was
determined in a similar fashion to that described above.
experimentaldata points for the 450 and 750mm single well
devices lie on the same curve and the two well device m
surements are similar but both show a large disparity w
the calculated results due to additional nonradiative pr
cesses. The dotted line of Fig. 4 is the gain plotted a
function of the sum of the calculated radiative recombinat
current and a nonradiative contribution from the quant
well where we have assumed that this can be represente
an overall internal efficiency~not the differential efficiency!
of 55%. The similarity of shape between the experimen
data and this theoretical value calculated using a curr
independent efficiency also suggests that any thermally a

FIG. 4. Peak gain vs calculated total spontaneous current density~line! and
experimental drive current for one well, 450-mm-long device~filled circles!,
one well, 750-mm-long device open triangles and 2 well, 450-mm-long de-
vice ~stars!. The calculated data reflects the fundamental lower limit fo
device with an internal efficiency of 100%. The dotted line includes
internal efficiency of 55%. The dashed line is calculated for a quantum
internal efficiency of 75% and a nonradiative lifetime in the barrier of 15
rticle is copyrighted as indicated in the article. Reuse of AIP content is sub
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vated loss process does not dominate the recombinatio
these samples at 300 K. To estimate whether this 55%
ciency is reasonable we deduce from the calculated tota
diative recombination rate at threshold (4.831033 m23 s21!
and the calculated carrier density at threshold (6.831024

m23) that the radiative lifetime at threshold is 1.431029 s.
A nonradiative lifetime of 1.231029 s is necessary to pro
duce an efficiency of 55% within the well. A more likel
scenario is that part of the nonradiative recombination is
to loss of carriers from the quantum well and part due
nonradiative recombination within the quantum well. For e
ample an internal efficiency in the quantum well of 75% a
a lifetime in the barrier of 15 ps~the carrier density in the
barrier is calculated assuming thermal equilibrium betwe
quantum well and barrier! also reproduces the experiment
result ~dashed line!. The exact balance between these tw
processes is uncertain, however it is necessary to includ
quantum well~or current independent! internal efficiency of
at most'75% in order to match the recombination current
low values of gain. The comparison indicates that there
still significant improvements to be made in these devi
with regard to nonradiative recombination within the qua
tum well and also in the barrier material alongside the qu
tum well.

In summary we have demonstrated good agreement
tween experimental gain spectra and TE radiative recom
nation rates and those produced using a microscopic s
conductor laser theory. By comparing the calculated gain
total radiative recombination current with the measur
threshold losses and device drive current we have shown
a significant proportion of the total laser drive current is d
to nonradiative recombination within the quantum well a
waveguide core.

This work was supported by the Engineering and Phy
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U. S. Department of Energy under Contract No. DE-AC0
94AL85000.

1D. P. Bour, D. W. Treat, R. L. Thornton, R. S. Geels, and D. F. Wel
IEEE J. Quantum Electron.29, 1337~1993!.

2S. A. Wood, P. M. Smowton, C. H. Molloy P. Blood, D. J. Somerford, a
C. C. Button, Appl. Phys. Lett.74, 2540~1999!.

3P. Blood, A. I. Kucharska, J. P. Jacobs, and K. Griffiths, J. Appl. Phys.70,
1144 ~1991!.

4C. H. Henry, R. A. Logan, and F. R. Merrit, J. Appl. Phys.51, 3042
~1980!.

5P. M. Smowton and P. Blood, inStrained Quantum Wells and Thei
Applications, edited by M. O. Manasreh~Gordon and Breach, Amsterdam
1997!.

6P. M. Smowton, P. Blood, P. C. Mogensen, and D. P. Bour, Int. J. Op
electron.10, 383 ~1996!.

7W. W. Chow and S. W. Koch,Semiconductor-Laser Fundamentals: Phy
ics of the Gain Materials~Springer, Berlin, 1999!.

8W. W. Chow, M. Kira, and S. W. Koch, Phys. Rev. B60, 1947~1999!.
9W. W. Chow, P. M. Smowton, P. Blood, A. Girndt, F. Jahnke, and S.
Koch, Appl. Phys. Lett.71, 157 ~1997!.

10J. M. Luttinger and W. Kohn, Phys. Rev.97, 869 ~1955!.
11O. Madelung,Landolt-Bornstein Numerical Data and Functional Rela

tionships in Science and Technology~Springer, Berlin, 1982!, Vol. 17a.
12S. Adachi, Physical Properties of III-V Semiconductor Compoun

~Wiley, New York, 1992!.
13W. W. Chow, A. F. Wright, A. Girndt, F. Jahnke, and S. W. Koch, App

Phys. Lett.71, 2608~1997!.

ll
.

ject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

21 Feb 2014 09:53:13


